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A P

Statement

ARG AR E A FE (FkiaillE AR JGRG
The test report is invalid if it is not affixed the official seal of the laboratory to it.

2. Bt S REFMGEATR TN S (RN L HE) T

Copies of the test report without the official seal of the laboratory are invalid.
3. KkE L bl. . AT IR

The test report is invalid without the signatures of compiler, checker and approver.
4. KPR IR TER

The test report is invalid if it is blotted out.
5. REARSE FAMALME, A RIS .
It is forbidden to copy the test report partially without the written approv al of the

—_

laboratory.

6. ARERACIKIMEE R, DS HTERE AR
The conclusion of the consignation test is only valid for the provided sample.

7. AKTIARE DA SORRE, OO (i) UL, R RAMRE, M
LA SO gt
The test report has been drafted in Chinese and translated into English (if exist) for
convenience only. In the event of discrepancy, the Chinese version shall prevail.

8. BRABUH, MK RAHRIERL .

Unless noted otherwise, the test type is consignation test.

Hhk: TS AR 3455 Address: No.345 East Yunling Road, Shanghai
R B4R G (Post Code): 200062

HLi%(Tel): (021) 31765555 £ H (Fax): (021) 31015117

M3t (web site): www.ghs.cn

HF{EH (E-mail): center@ghs.cn
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5 MBS LS INR18650 3.7V L. 5Ah 5. 55Wh
50 L AR Chinese
Name of Sample | 4 5 Li-ion Cell INRIS8650 3.7V 1.5Ah 5.55Wh
English
GRE 1125020088
Sample No.
EX3 Vi TG R A )
Consignor Hunan Lidu New Material Co., Ltd
AJER A WA BRI WA AT B4
Manufacturer Hunan Lidu New Material Co., Ltd
A0 3 R CRUG AR IET- 4 )
R & ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev.8
Test method Section 38.3

FIE AT BRI (AT T )
ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC. 10/11/Rev.8

Criterion Section 38.3
£ andham . . .
g#“’r* ety IECRETIMDRN B 41
pREaldiice Green Cylinder plastics film shell
H e B 2025-02-08 KA B 2025-02-18 ~ 2025-03-14
Accepted Date Test Date
W% B BT, SR D)y vy s AMTLG BT SRR
SR Altitude simulation, Thermal test, Vibration, Shock, External short

Test ltems circuit, Impact, Forced discharge

LR, ZFEMAEEAE GRIERBRETHY) ST/SG/AC. 10/11/Rev 8 38. 3fpMEEsK,
The sample has passed the test items of UN Manual X d Criteria
ML [ST/SG/AC. 10/11/Rev. 8 Section 38. 3

Conclusion
aevydnl
] 78 H 4T Fb Y Rechargeable Lithium Cell.

&z

Comment

FAe P4 ik / R H IR

Consignor
Addr%ss Post Code

523000

e :{Zr %@ o /I W Compller TE} ﬁ

Approver: Checker:
RE

Title: FHEUH & A THERK (Head of New Energy Safety Department)
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pp | BUAA LM | AEERSATRART s - N
: ﬂlﬂ]’ﬂ% $Jﬁ/n1e *é'/i
Name of Test Standard requirement or The :
No. Hems Clause Number of Standard Test Result | Conclusion | Remark
B E GRIGRIFRIET "
) M) ST/SG/AC.10/11/Rev. 8 38. 3 RHWT. 1 TR 1
1 Eﬁﬁm UN Manual of Tests and Criteria g : A di a8
Altitude . ee Appendix &) /
ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test
simulation il Passed
A CRae AR HETF
Ml ) ST/SG/AC. 10/11/Rev. 8 38.3 HUHT. 2 W% 2
2 mmuf& UN Manual of Tests and Criteria See Appendix %{\% /
Thermal test |s1/s6/aC. 10/11/Rev. 8 Section 38.3 Test Passed
T.2
RO M RERAE T
= #HED ST/SG/AC. 10/11/Rev. 8 38.3 iXI&T. 3 WL 3
3 i ﬁlﬂ] UN Manual of Tests and Criteria See Appendix /'_4\1:%( /
Vibration ST/SG/AC. 10/11/Rev. 8 Section 38. 3 Test Posend
T.3
B QA RIBRAET
N WS ST/SG/AC. 10/11/Rev. 8 38.3 IRIHT. 4 W 4
4 MJ‘EE UN Manual of Tests and Criteria Si‘lﬁf i A1‘§ /
Shock ; ee Appendix il
ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T. 4
A CGaligFngrak T
At} ST/SG/AC. 10/11/Rev. 8 38.3 1RHT. 5 L% 5
) &Hﬁ% UN Manual of Tests and Criteria See Appendix ﬁm /
EXtez?iiU?};ort ?TéSG/AC.]O/ll/Rev. 8 Section 38.3 Test Posoed
BEE A3 FARHET 5
M) ST/SG/AC. 10/11/Rev. 8 38.3 RHT. 6 R 6
6 ?EEE- UN Manual of Tests and Criteria é:g f endix 6 ﬁ% /
Impact ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test PP
) ' ) Passed
T.6
A GRIS bR T
M) ST/SG/AC. 10/11/Rev. 8 38.3 IRHT. 8 Rz 7
7 FOI‘CZ%ng?slz%ar UN Manual of Tests and Cr%teria See Appendix ﬁ-+ﬁ, /
€€ [ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T.8
This space intentionally left blank
8 PFEH
Kl R &4 . PRI : 20°C—25°C ; FRBIILIE : /%
Test Environment Ambient temperature:20°C-25°C;Ambient humidity:/%
Condition
e 7R A .
Test Iltem
P aARBH LI =
Subcontracted Test SaFEHE | B / R % /
Condition Subcontracted | Name Post Code
Laboratory Wht / W, 3£ ,
Address Tel

e 7 ™
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A5 1 WRTA £AE | b
No. Name of Test Items Altitude simulation
Be | HRRE BRI Befors RBE AR | gg a4 | #1405 | it
%5 Sample Status RE | FRLE| RE | FHRELE | MassLoss| Residual [HE
Sample Mass ocv Mass ocv OCV  |Other
No. /g N /g N % /% Event
001 | jovepit e 1 39,9448 | 414 | 39.9438 | 413 0. 00 99.76 | o
002 | joycn®RE 1 40,1589 | 414 | 40,1565 | 4.14 0. 01 100.00 | ©
003 | o 1 39.4730 | 414 | 39.4703 | 4.13 0. 01 99.76 | o
004 | joyerit At 1 40,1690 | 414 | 40.1667 | 4. 14 0. 01 100.00 | o
005 | jerempet® 1 39,8035 | 413 | 39.8013 | 4.13 0. 01 100.00 | ©
006 | psvopithl 40,2515 | 414 | 40,2511 | 4.13 0. 00 99.76 | o
007 | pscvrait it | 40.3669 | 4.13 | 40.3661 | 4.13 0. 00 100.00 | o
008 | paerposi i | 39.9806 | 4.14 | 39.9790 | 4.14 0.00 | 100.00 | o
009 | it 1 395653 | 4.14 | 30.5626 | 413 0. 01 99.76 | o
010 | promcecrs®®i | 39.8270 | 414 | 39.8261 | 4.14 0.00 | 100.00 | o
JTZ‘E E This spalceeftir;)tleanntkionally

’%ii: L_ﬂﬂ-‘/‘/ﬁj V_‘/‘/%/‘:L‘ D—ﬁg/ﬁ-‘ R_ER%JQ F_ﬂj)\ O_fL.J‘/:ﬁi-‘;/%\ fb%/‘:’h\ iﬁ;lﬁ“\ il)kgf‘i\ ﬁﬂko
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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5 ) AR E LA | AR
No. Name of Test Items Thermal test
A R e BB A | g ink M em st
%5 Sample Status RE |FHLE RE FF W, /& | Mass Loss| Residual | 3R
Sample Mass ocv Mass ocv OCV |Other
No. /8 N /g N /% /%  |Event
001 | joerrt®m | 39.9438 | 413 | 39.9426 |  4.04 0. 00 97.82 | o
002 | joyen®mE | 40,1565 | 414 | 40.1576 | 4.05 0. 00 97.83 | o
003 | joerrt®RN | 39.4703 | 413 | 39.4733 |  4.05 0. 00 98.06 | ©
004 | joemet® | 40,1667 | 414 | 40.1681 | 4.05 0. 00 97.83 | o
005 | joemth8 | 39.8013 | 413 | 39.8029 | 4.05 0. 00 98.06 | ©O
006 | pserompcro® 40,2511 | 4.13 | 40.2504 |  4.05 0. 00 98.06 | o
007 | psormgei it 1 40.3661 | 4.13 | 40.3658 |  4.05 0. 00 98.06 | o
008 | poror it o 139.9790 | 4.14 | 39.9793 | 4.05 0. 00 97.83 | o
009 | psomprsi i | 39.5626 | 413 | 39.5645 | 4.05 0. 00 98.06 | o
010 | pooremic®®h 1 39.8261 | 4.14 | 39.8259 |  4.05 0. 00 97.83 | o
\/L‘FEE’ F This spalceeftiri)tleannti onally
Bk LR V-RA DK R-AREL F-RK 0-RR. LB, LMK, RKE. TAK.

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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2 ; BAHA LA | )
No. Name of Test Ttems Vibration
& | HBRE S bofore MBS After | g5 % | #1405 | b
%5 Sample Status ))ﬁ:é‘ Tk E /)?{1-'5’ ﬂ-'ftg\fﬁ}i Mass Loss | Residual ﬂ%
Sample Mass ocv Mass ocv ocv Other
No. /g A% /g Y 1% /% Event
001 | oSttt 1399426 | 4.04 | 39.9422 | 4.03 0. 00 99. 75 0
002 | jeyemaedt B 401576 | 4.05 | 40.1580 |  4.04 0. 00 99. 75 0
003 | joyemacr A 1394733 | 4.05 | 39.4728 | 404 0. 00 99. 75 0
004 | oy 40,1681 | 405 | 40.1679 |  4.04 0. 00 99. 75 0
005 | jepemasi Bt o 139.8029 |  4.05 39.8027 | 4.04 0. 00 99. 75 0
006 | pscvopriioot 40,2504 |  4.05 | 40.2504 | 4.04 0. 00 99. 75 0
007 | psmoport®t 1403658 | 4.05 | 40.3654 | 4.04 0. 00 99. 75 0
008 [ poemerncit®h 39,9793 4.05 | 39.9790 | 4.04 0. 00 99. 75 0
009 | psmroi il 39.5645 | 4.05 | 39.5648 |  4.04 0. 00 99. 75 0
010 | poemorie®®® - 139.8259 | 4.05 | 39.8267 | 4.04 0. 00 99. 75 0
y\~F5IL\: F_ This Spalceeftirllgtle;ntkionally
&k LR V-RA D-MER R-ARE F-RK 0-AMF. LRA. LMK, L. AR,
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F5 A KRR B L AR it
No. Name of Test Items Shock
. o RIEAT Before R After AERA | ? ATy
PR Sample Status FE | FRLE| RE Fra%d, JE | Mass Loss | Residual | BL&
Sample Mass oCcv Mass oCcVv oCcV Other
No. /g N /g Y % % Event
001 | oyt | g9.0422| 403 | 39.9384 | 4.02 0.01 99.75 | o
002 | it | 40,1580 | 404 | 40.1558 | 4.04 0.01 100.00 | o
003 | joyemei Y | 394728 | 404 | 39.4700 | 403 0. 00 99.75 | o
004 | oyerei e | 401679 | 404 | 40.1645 | 4.04 0. 01 100.00 | o
005 | opepeitit | 39.8027 | 4.04 | 39.8005 | 4.04 0. 01 100.00 | o
006 | psverer it | 40.2504 |  4.04 | 40.2486 | 4.03 0. 00 99.75 | o
007 | sseroracin® | 40.3654 | 4.04 | 40.3639 | 4.04 0. 00 100.00 | o
008 | psroperii B 1 39,9790 |  4.04 | 39.9756 | 4.03 0. 01 99.75 | o
009 | pscorcict 8 1395648 |  4.04 | 39.5642 | 4.04 0.00 | 100.00 | o
010 | psonpre®®e | 398267 | 4.04 | 30.8243 | 4.04 0. 01 100.00 | o
/j\‘F‘/jE' r This Spalceeftinbtle;lntkionally

& LR V-RA DR R-2EL PR K 0-Lik. LRA. LMK, A, LK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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i 5 BRMEE LA | Sk T

e: Name of Test ltems External short circuit
btk T HRBRE HEREORGR P
Sample No. Sample Status Max. Extern/athTemperature GhenEvedt

0ol 1CYécggﬁyéfE3ged 115. 1 0

002 1CYéC§Eﬁ§£§1iged 116.9 0

003 1CYéCEEﬁ§fE§ged 124.8 0

el BIEIIE e 101. 1 -

i 2510 Futls aharged 117, 4 :

008 25C$gcggf§?§$ged 105. 8 0

008 25010 Fully chapged 106. 8 S

010 25C$gcggﬁ?§£ged 116. 3 o
Ll Fzepy  |This space intentionally left

blank

HiE: DR R-AE F-RK 0-AMBAHA. BAK. LA,
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.
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< 6 RMAR A4k | i
No. Name of Test Items Tmpact
Mm%k MRk A *#’%i.\flﬁgjiﬁg TS
Sample No. Sample Status Max. Exter n/eti:Tempen ature Other Event
; 0y EL
ot 1CY1CCX5C0%50C/;§a%ity 108. 8 0
. 10\'1(‘? Y5C0%50c0/0£fity 114.8 o
=
. IC\}CC&;%%SO(;/;{jaTity 114. 2 0
g A=l
ou 1CY10CY5CO%50(§/0£51'W 104. 6 0
sy B
o 1CY1cCY5C0%SOg$fity 104. 4 0
[l e —N
016 25C2Y5CCY5C()‘%;30C€1§.2;?33ity 108. 3 0
L=}
oL 25(:2&?(:C YSCO‘VE Oé/z;?).afity 104.6 0
—
vis 2502Y5cCY560%b0c0/;{;§ity 111.3 o
D a=1
019 25C2Y5CCYSCO ‘)/?Oc/na?ai N - -
ZyEL
020 25C2YSCCY5CO%5 ogggjity " -
LI R This space intentionally left

blank

&iE: DA F-ALK 0-RMBh. AKX,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.




b A T AR A TR E)
AR AR - HRT
Shanghai Institute of Chemical Industry NO. 1125020088
Testing Co., Ltd. Test Report— Appendix 7

9/10
5 7 AR B B AR SR 13l JBCFR,
No. Name of Test Items Forced discharge
¥k ok A I E
Sample No. Sample Status Other Event
021 1CYC 11*“?3%?%1%@?&%(1 0
—

022 1cYC 11%?; ) chEarged 0

023 1CYC lFCuYICIS;E%iﬁchEarged 0

024 1CYC lF(inleyD%%cFEarged 0

025 1CYC IF(ilYlClS;ﬁ%ifchhEarged 0

026 1cYC lf:‘(il\[l(:lj—;aiﬁsxcrfirged 0

027 1CYC ll:(iJYlCl? %:ibf CFEarge d 0

028 1CYC IFCLE%?%iﬁilcfarged 0

029 1CYC 11:(3{1%% %iﬁilc?arged 0

030 1CYC lF?quclid édéiﬁfcﬁ}?‘ar ged 0

031 25CYC25££%%%i?cfarged o

ey e

032 25cx{c2 SFCL?{lcljyb ji)ﬁtciﬂ‘arged 0

033 25CYC25FCLB[1C15;E %i)zlc[#arged 0

034 25CYC25§T1C1?%i?c?arged 0

035 25CYC2 5;}‘{1(:13? %iﬁstcr}l]iarged 0

036 25CYC25]£3{1C1§E%1%(:}?81€6(1 0

037 25CYC2 5]%{1(:15;73 %iji(clz}%arge d 0

038 25CYC2 5F€J2c1% ﬁ(;i}jilcl;;lgarge d O

039 25CYC25F?1‘{1(:1%%1?CB§arged 0

040 25CYc25FCuY1Cl;;E%iﬁfcfarged 0

HiE: DR F-A KO-k, AKX,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

-~y
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